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«Stupino Titanium Companyy» Ltd.
Academician Belov strect, block 3, Stupino, Moscow region, 142800, Russia =

rTen/dare (264) 7-18-86 nnst MockoBckoro periona, (09664) pag apyvriax pernonan I,

E-mail: stkstupino@mtu-net.ru, stkstupino bux@umail.ru :

ISSUED FOR : INSPECTION CERTIFICATE

No. 52565
{ DIN 50049 —EN 10204 / 3.1}

PRODUCT: Titanium bz
Quality: ASTM B 348 — 03
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HeatNo || Weight, ke | diameter, Length, | Alloy Gradc
R! net mm, mm T
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T CHEMICAL COMPOSITION gt
FRACTION OF THE TOTAL MASS, %
Other
% N2 Y% C Yo H2 Y% Fe % 02 Impurities,% Ti
Each  total
0.03 max | 0.08 mux | 0.015max | 030 max | 0.25max | 0.1 max | 0.4 Knx
0.01 0.02 0.003 0.08 0.16 <01 | <04 Base
MECHANICAL PROPERTILS
[ Tensile Strength, | Yicld Strength 02% Elongation, Reduction of Area
MPa MPa Yo Yo
>= 345 >=7175 >=20 >=730
422.0 314.0 43.0 74.0
406.0 304.0 44.0 73.0 ]

Condilion: VAR double melted, forged, rolled, annealed (720°C, 1 hour, air cooled),
Surface finish: centerless peeled, machined
Ultrasonic test according o ETTC 7 - satisfactory
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