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IOpnauaccknii anpee: 142800, Mockosckas 06aacs,

r.Ctynnno, ya. Axajemnka Besopa, sigiaenue 3 150 9001
Iouvoewii agpec: 142800 Mockosckas 06)., 1. Crynuino, wn 108

«Stupino Titanium Company» Ltd.
: AC'ldelClall Bclov street, block 3, Stupino, Moscow region, 142800, Russia
Tea, /hawke (264) 7-18-86 ana Mockosekoro peruons, (09664) g ADYrux pernonos

E-mail: stkstupino@mtu-nct.ru, stkstupine _bux@umail.ru

ISSUED FOR : INSPECTION CERTIFICATE

No. 63622
( DIN 50049 — EN 10204/ 3.1)

PRODUCT: Titanium bar
Quality: ASTM B 348 - 03
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- / Product ™, ot \
( HeatNo - [ Weight, kg dsametek, Length, | Alloy Grade | |
\) net | mm | mm /
\ 6-1133-197 | AR 40 | [3119-3745 | | 2
A " L9 ”./‘-"/ CH]ZMIC@COM OSITION
" FRACTION OF THE TOTAL MASS, %
Other
% Nz % C Yo Bz %% Fe Y O2 Impuritics, % Ti
Euch total
0-03 DX 0.08 max 0.015 nux 0.30 max 0.25 max 0.1 max | 0.4 max
001 | 0.03 0.004 0.06 0.13 <0,] <0.4 Basc
MECHANICAL PROPERTIES
Teosile Strength, | Yield Strength 0.2% Elongation, Reduction of Area
MPa MPa Yo Ya
>= 345 >=278 >=20 >=30
534.2 407.9 313 61.2
541.2 4134 30.0 60.7

Condition: VAR double melted, forged, rolled, annealed (720°C, 1 hour, air cooled),
Surface finigh: centerless peeled, machined
Ultrasonic test according to ETTC 7 - satisfaclory




