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Abnohmeprifzeugnis nach EN 10204-3.]
Test Report

REMYSTAIY. Gbt! & Co, KU s Pogtibeh 1340 @ 58013 lharen

Swalinox BV
Van Lecuwenhockwep 21

NL-1300 A8 Dyrdresly,
NIGDERLANDE

Unsere Komintston/our Order: A3 91798 DatunyDate 06.07.09
 Mestelt=Nryour QrdenNos 88136 vom 29.06.2009
< Workstoff-Nr/Malerial-No.:  1.4435
Hropugnisform/Product: Stabstahil gowalzt, goschilt
Fraohmelzungsurl/ Sleelmuking Procosy: K
Lieferaustund/Conditions of Delivery: 16sunpsgoglitht
Ficlerbedingungemamt], Vomehriltan/  EN 1008R-3

Torms ol orderiother Requircmenty:
Q )\bmmung!l]irnL'nﬂiu(\chmlmn-hlrmeal-Nﬂ.: “\Gewicht / Weight Bemerlungen/Remarks;
- lommrd. 9 #1019 /2 Sty.= 19,-kg Teilmenge aus | Prilflon

Herstellerzeichon/I'rademark: REMYSTAUL, Prifatempel/Inspectors $tump: @
aJ

Sehmulz-Analyse/Chemical Composition of Cast o
Ne/No.: | %0 %81 | %Mn | % %S [%Cr | %Mo | %Ni | %N
M0 0025 (026 JURN _ Jouso Jow3 [ 1735 [287 [ 1440|0080

. Meshnuisch-technologlsche Elgenschaften/Merhanical technological propertics
ProbeNr | Lape |7 el Abyeung/ | Rell/Rp | Rin A% pins 6oV =1~
ToxtNo: | Mo | T, Dltsronglon: 1.1.,_2:‘5 | % ijmi ]
140 l. R, 260 317 1607 52

B Bestuhtigung und Mubkontrote/Surfise and dimensions were controlled
Interlerinalline Karrosion (DIN 50914 ) Inlergranular sttack was controlied
Spekiralanalytisehe Yerwechselungsprd Amg/Speotral analytical mix-up check way performed

REMYSTANLGmbK & G KG Quinlititsatelle/Qupfite Control
Volmursteiner Sie, 1-9
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